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Avantech AsphaltAvantech Asphalt Content Tester is the standard for determining the Content Tester is the standard for determining the
asphalt content percentage in Bitumen Mix  - based on electric ignitionasphalt content percentage in Bitumen Mix  - based on electric ignition
test method. A 1,200—1,800g sample can be tested in 30-45 minutestest method. A 1,200—1,800g sample can be tested in 30-45 minutes
with the Furnace. The HYRS6 Asphalt Content Tester’s microcontrollerwith the Furnace. The HYRS6 Asphalt Content Tester’s microcontroller
in conjunction with the built in electronic weighing scale identifies thein conjunction with the built in electronic weighing scale identifies the
endpoint of ignition and indicates the completion of the test. endpoint of ignition and indicates the completion of the test. 

For more details, please visit https://indiafinder.in/detail/avantech-For more details, please visit https://indiafinder.in/detail/avantech-
engineering-consortium-13041engineering-consortium-13041
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